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ABSTRACT 

In this Work, We have studied the adsorption of the isotherm of Mn(II), on Corn cob from aqueous 

solutions. The effects of pH, initial metal ion concentration, contact time, Corn cob dosage and 

temperature on the adsorption performance of Corn cob for Mn(II) ions were examined by batch method. 

Increasing the Mn(II) initial concentration declines the Mn(II) adsorption rate investigated through 

adsorption Mn(II) removal at pH=5 condition f0r tC=65 min in equilibrium-batch mode system. The 

adsorption equilibrium isotherms were fitted by Freundlich and Langmuir models. It was found that the 

Freundlich model described the adsorption process better than the Langmuir isotherm, (R
2
=0.9943), thus 

indicating the applicability of monolayer coverage of Mn(II) ion on Corn cob surface. The relationship 

between thermodynamic parameters was used to predict the absorption process. Thermodynamic analysis 

showed that the adsorption process was exothermic and spontaneous in nature. 
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INTRODUCTION 

Manganese is the second most abundant metal in nature. Its most common mineral is pyrolusite (MnO2). 

It is an essential metal for the human system and enzymes activation. It has a variety of applications in 

ceramics, dry battery cells and electrical coils; it is also an alloying element. In addition to the disposal of 

untreated discharge from above the applications  into water, another major source of pollution of the 

manganese  is burning of coal and oil. Because of the toxicity  and non-degradable nature of metallic 

species, scientists the  world over have carried out significant work on their removal  from aqueous 

solutions and industrial effluents. Membrane filtration, chemical precipitation (Bessbousse et al., 2008; 

Gonza et al., 2006), ion exchange (Kiefer et al., 2007), silica (Passos et al., 2008), adsorption on activated 

carbon (Amuda et al., 2007), etc., are among the commonly used methodologies for this purpose. Corn 

cob (Sun et al., 2010; Tsai et al., 2001), flamboyant pods (Vargas et al., 2010), apricot stone (Gergova et 

al., 1996; Savova et al., 2001), almond shell, nut shell, peach stone (Heschel et al., 1995), oat hulls,  

coconut husk (Tan et al., 2008), coconut shell (Mozammel et al., 2002; Hu et al., 2001), hazelnut shell 

(Heschel et al., 1995), grape seed (Gergova et al., 1994), olive stone (Sabio et al., 2004) and Rosa canina  

sp. Seeds (Gurses et al., 2006) have been used for activated carbon production. In the present study, Corn 

cob used as an adsorbent to remove Mn(II) from aqueous solutions. The effects of different parameters 

including pH, initial metal ion concentration and temperature were investigated. Langmuir and Freundlich 

isotherms were used to analyze the equilibrium data.   

 

MATERIALS AND METHODS  

Materials 

Corn cob used in this study was collected from Iran. All the chemicals used were of analytical grade and 

obtained from Aldrich chemical, USA. The aqueous solution of Mn(II) was prepared by dissolving 

MnSO4 in double distilled water. The pH of the solution was adjusted using 0.01 N HCl or 0.01 N KOH.   

Batch Adsorption Experiments 

The effects of experimental parameters such as initial metal ion concentration (50 mg/L), pH (2–7) and 

temperature (25–75 
0
C) on the adsorptive removal of Mn(II) ions were studied in a batch mode of 
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operation for a specific period of contact time for 5-80 min. All adsorption experiments were conducted 

in 250 mL conical flasks, adding 100 mL of Mn(II)  solution (with desired concentration and pH) and 10-

60 mg of Corn cob, and then mechanically agitating them in an isothermal water bath shaker at 220 rpm 

for the wished temperature. The filtrate was analyzed by an atomic absorption spectrophotometer (AA-

220, Shimadzu Co., Ltd) for Mn(II) content.  

The amount of adsorbed Mn(II) ions per gram Corn cob at equilibrium, qe (mg/g), and the removal 

percentage, (% A), were calculated using the following equations: 

0
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Where C0 and Ce are the initial and equilibrium concentrations of Mn(II) respectively (mg/L). V is the 

volume of Mn(II) solution (L) and m is the weight of Corn cob used (g) (Benguella et al., 2002). 

 

RESULTS AND DISCUSSION 

Effect of pH 

Solution pH is one of the most important parameters to determine the adsorption property of an adsorbent 

that it controlled the kind and amount surface charge of the adsorbent (Jimenez-Reyes et al., 2010). Also 

amount pH reveals degree of ionization and speciation of adsorbente. Table1 illustrate the effect of the pH 

of the solution on the adsorption percentage of Mn(II) ions adsorbed onto Corn cob. It is evident that 

increasing solution pH significantly increases the percent removal in the pH range from 2 to 7 

concentration of 50 mg L
-1

.  

Maximum adsorption at acidic pH indicates that low pH leads to  an increase in H
+
 ions on the carbon 

surface,  resulting in significantly  strong electrostatic attraction between positively  charged Corn cob 

surface and manganese ions. This might be  attributed to the partial hydrolysis of Mn(II) ions with  

increasing pH, bringing about the formation  of complexes with OH
- 

such as 

Mn(OH)
+
 ;Mn(OH)2;Mn(OH)

+
3; Mn2OH

3+
 ; and Mn(OH)

2-
4 species in solution. As a result, Manganese 

hydroxyl species may participate in the adsorption and/or precipitation onto the adsorbent structure. The 

maximum removal percentage occurs at pH =5 and hence it was taken  as the optimal value for further 

adsorption studies. 

Effect of Corn cob Dosage  

The effect of Corn cob dosage on the percentage Mn(II) removal at different initial Mn(II) ions 

concentrations shown in Table 1. The experimental results revealed that Mn(II) ions percent increases up 

to the optimum dosage, then percent removal dosage not change with Corn cob dosage. As expected, the 

equilibrium concentration decreases with increasing adsorbent doses for a given initial Mn(II) 

concentration, because for a fixed initial solute concentration, increasing adsorbent dose provides a 

greater surface area or more adsorption sites. After optimum dosage, all active sites are entirely exposed 

and the adsorbent surface is saturated.   

Effect of Temperature  

Temperature has a pronounced effect on the removal of pollutant species from aqueous solutions with 

most adsorption processes being exothermic in nature (Netpradit et al., 2003). Investigation for the 

present process also revealed its exothermic nature. The removal of Mn(II) decreased from 80 % to 60% 

by increasing the temperature from 25 to 75 
0
C (Table1). The variation in the removal may be a result of 

the enhanced escaping tendency of pollutant species at increasing temperatures. The possibility of 

increased solubility at higher temperatures and hence a lower adsorption can also not be ruled out. 

Effect of Contact Time   

The effect of contact time (tc), on the adsorption percentage of Mn(II) ion onto Corn cob was studied and 

shown in Table1. A rather fast uptake occurs during the first 50 min of the adsorption process followed by 

a slower stage as the adsorbed amount of Mn(II) reaches its equilibrium value. The removal curves are 
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single, smooth, and continuous, indicating the possibility of the formation of monolayer coverage of 

Mn(II) at the outer surface of Corn cob. According to the results, the equilibrium time was fixed at 65 min 

for the rest of the batch experiments to make sure that equilibrium is reached.  

 

Table 1: The effect of pH, Corn cob Dosage, temperature and Contact Time on Mn(II) adsorbed by 

Corn cob 

pH 2 3 4 5 6 7 

Mn(II)Removal% 65 68 70.1 75.3 73 70.2 

Corn cob Dosage(mg) 10 20 30 40 50 60 

Mn(II)Removal% 30 42.05 56 83 95.4 95.4 

Temperature(K) 298 308 318 328 338 348 

Mn(II)Removal% 80 72 70 67 64 60 

Time(min) 5 20 35 50 65 80 

Mn(II)Removal% 40 55 67 80 82 82 

C0(Mn
+2

) (mg/L)  2 4 6 8 10 12 

Mn(II)Removal% 53 67 74 78 80 83 

 

Adsorption Isotherm 

An adsorption isotherm is characterized by certain constant values, which express the surface properties 

of the adsorbent, and could also be used to compare the adsorptive capacities of the adsorbent for 

different pollutants. Equilibrium data can be analyzed using the Langmuir and Freundlich isotherm 

models. The Langmuire isotherm assumes monolayer on a homogeneous surface without any interaction 

between adsorbed ions and with uniform binding sites and equivalent sorption energies. The linear form 

of Langmuire equation is expressed as (Langmuir, 1916): 

1 1 1 1
( )

e L m e mq K q C q
                                                                                                                              (3) 

where qm (mgg
-1

) is the maximum adsorption capacity corresponding to complete monolayer coverage 

and KL (L/mg) is the Langmuire constant related to adsorption capacity and energy of adsorption.The 

slope and intercept of plot of 1/qe versus 1/Ce at different temperatures, were used to calculated L and qm 

(Figure 1A). Langmuire isotherm parameters fit (Table 2) for Mn(II) adsorption on Corn cob yielded 

isotherm that were in good agreement with observed behavior.  

The Freundlich equation is an empirical equation based on adsorption on a heterogeneous surface. This 

isotherm is applicable to both monolayer (chemisorption) and multilayer adsorption with interaction 

between adsorbed molecules. The linear form of the Freundlich isotherm model is described as; 

1
e F eLnq LnK LnC

n
                                                                                                                           (4) 

KF (L/g) and n are the Freundlich constants related to adsorption capacity and adsorption intensity (Celebi 

et al., 2007).  

In the present study a concentration of Mn
2+

 over the range 2 to 12 mg L
-1

 was examined and the Ce and 

qe Table 1). 

The values of  KF and n are determined from the intercept and slope of a plot of  Lnqe versus LnCe at 

temperature from 298K, were used to calculated the KF and n (Figure 1B), and are listed in Table 2.   
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Figure 1: Linearized (A) Langmuir and (B) Freundlich isotherm for Mn(II) adsorption 0n Corn 

cob particles at different temperatures 

 

The essential characteristic separation constant factor, RL, for the Langmuire adsorption is defined as 

follows: 

0

1
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L

L
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

                                                                                                                                          (5) 

The value of RL illustrate the shape of the isotherm to be either unfavorable (RL>1), linear (RL=1), 

favorable (0<RL<1) or irreversible (RL=0). The RL values between 0 and 1 indicate favorable adsorption 

(Langmuir, 1916). 

In the present study, the calculated values of RL is observed to be in the 0.53 – 0.16. 

 

 

Table 2: Langmuire and Freundlich isotherm model parameters and correlation coefficients for 

adsorption of Mn(II) ion on Corn cob particles Isotherm 

Isotherm models      Mn(II) conestant isotherm models     Mn(II) conestant 

Langmuire: 

qm(mg/g)                     3.016 

KL(L/mg)                    0.452 

R
2
                                0.9717 

Freundlich: 

KF(mg/g)(L/mg)
1/n

     2.5300 

1/n                              2.8066 

R
2
                               0.9943 

 

Thermodynamic Parameters 

The thermodynamic parameters of adsorption process can be determined from the variation of 

thermodynamic equilibrium constant, Ko. Which Ko is defined as follow (Calvet, 1989): 
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Where is the activity of adsorbed Mn(II) and  ae is the activity of Mn(II) in solution at equilibrium, C s is 

the amount of  Mn(II) adsorbed by per mass of Corn cob (mg g
-1

), in solution at equilibrium. The 

expression of Ko Can is simplified by assuming that the Cs and Ce approaches to zero thus approaches 

unit. The calculated values of Ko at temperatures of 298, 308,318,328,338 and 348 K are 1.13, 2.03, 

2.9.3.55, 4 and 4.9respectively. Ko increased with temperature indicating that the adsorption was 

endothermic.  

The adsorption standard free energy change (ΔG
0
), average standard enthalpy change (ΔH

o
), and average 

standard entropy change (ΔS
o
) were calculated using the equations (7) and (8). 

Δ 𝐺° = −𝑅𝑇 L𝑛𝐾𝑜                                                                                                                                        (7) 
0 0

0

S H
LnK

R RT

 
 
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The values of 
0H  and 

0S  are determined from the intercept and slope of a plot of LnK0 versus 
1T 
(figure 2). The thermodynamic parameters are listed in Table 3. Negative values of ΔG

0
 indicate 

spontaneous adsorption and the degree of spontaneity of the reaction increases with increasing 

temperature. The positive standard enthalpy change suggests that the adsorption Mn(II) by Corn cob is 

endothermic, which is supported by the increasing adsorption of Mn(II) with the increase in temperature. 

The positive standard entropy change indicated increased randomness at the adsorbent-solution interface 

during the adsorption of Mn(II) onto Corn cob. 

 

 
Figure 2: Plots of Ln K0 versus T

-1 

 

Table 3: Thermodynamic parameters for adsorption of Mn(II) onto Corn cob particles 

Temperature (K)       ΔG
0
 (J mol

-1
)             ΔH

0
 (J mol

-1
)             ΔS

o
 (J mol

-1
K

-1
) 

298                                  -298.0                           22.631                             79 

308                                  -1813.5                         22.631                             79 

318                                  -2811.4                         22.631                             79 

328                                  -3451.5                         22.631                             79 

338                                  -3895.7                         22.631                             79 

348                                  -4587.7                         22.631                             79 

 

Discussion 
In this work, Corn cob was used as an adsorbent to remove Mn(II) from aqueous solutions. Increasing the 

Mn(II) initial concentration declined the Mn(II) adsorption rate, investigated through adsorption Mn(II) 

removal at pH=5 condition for tC=65 min in equilibrium-batch mode system. The removal curves are 

single, smooth, and continuous, indicating the possibility of the formation of monolayer coverage of Mn 
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(II) at the outer surface of Corn cob. The variation in the removal may be the result of the enhanced 

escaping tendency of pollutant species at increasing temperatures. The possibility of increased solubility 

at higher temperatures and hence a lower adsorption can also not be ruled out. Maximum adsorption at 

acidic pH indicates that low pH leads to  an increase in H
+
 ions on the Corn cob surface,  resulting in 

significantly strong electrostatic attraction between positively charged Corn cob surface and manganese 

ions. This might be attributed to the partial hydrolysis of  Mn(II) ions with increasing pH, bringing about 

the formation of complexes with OH
- 
such as Mn(OH)

+
  ; Mn(OH)2; Mn(OH)

+3
; Mn2OH

3+
 and Mn(OH)4

2-
 

species in solution. As a result, Manganese hydroxyl  species may participate in the adsorption and/or  

precipitation onto the adsorbent structure. The maximum removal percentage occurs at pH =5 and hence, 

it was taken as the optimal value for further adsorption studies. Increasing the initial Mn(II) concentration 

decreased the Mn(II) adsorption rate but the adsorption capacity increased. The Freundlich isotherm gave 

a better fit than the Langmuir isotherm, as indicated by the high values of the correlation coefficients (R
2
 

=0.9943), thus indicating the applicability of monolayer coverage of Pb
2+

ion on Corn cob surface. The 

calculated RL values versus initial Mn(II) concentration (0.53- 0.16), indicate that the Langmuire 

adsorption of Mn(II) onto Corn cob is favorable. Thermodynamic analysis showed that the adsorption 

process was endothermic and spontaneous in nature. Negative values of ΔG
0
 indicate spontaneous 

adsorption and the degree of spontaneity of the reaction increases with increasing temperature. The 

positive standard enthalpy change suggests that the adsorption Mn(II) by Corn cob is endothermic, which 

is supported by the increasing adsorption of Mn(II) with the increase in temperature. The positive 

standard entropy change indicated increased randomness at the adsorbent-solution interface during the 

adsorption of Mn(II) onto Corn cob. 
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